12-01-23
901-M-065 PCC MATERIALS
(Adopted 05-18-23)
The Standard Specifications are revised as follows:

SECTION 901, BEGIN LINE 346, INSERT AS FOLLOWS:
901.04 Silica Fume Used as a Pozzolanic Mineral Admixture

(a) General

Silica fume will be accepted from one of the suppliers on the QPL of Pozzolan
Sources. Silica fume from more than one of these suppliers shall not be mixed or used
alternatively in the same construction unless authorized in writing. Repulpable bags,
shreddable bags, or any other type of bags or packaging shall not be incorporated into the
concrete mixture. Silica fume will be subject to random assurance sampling and testing by
the Department. Failure of the random samples to meet the specified requirements will be
cause for removal of the silica fume supplier from the QPL.
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